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Introduction.

Tellurium oxide (TeO 2 )-based glasses have been widely investigated as promising materials for specific optical applications, and this mostly due to their excellent nonlinear optical properties [START_REF] Kim | Nonlinear optical properties of TeO 2 -based glasses: MO x -TeO 2 (M= Sc, Ti, V, Nb, Mo, Ta, and W) binary glasses[END_REF][START_REF] Dimitrov | Linear and nonlinear optical properties of simple oxides. II[END_REF][START_REF] El-Mallawany | Tellurite glasses handbook: physical properties and data[END_REF][START_REF] Jha | Review on structural, thermal, optical and spectroscopic properties of tellurium oxide based glasses for fibre optic and waveguide applications[END_REF]. Furthermore, such specific applications of tellurite glasses are related to their interesting thermal properties (low glass transition temperatures) and their capacity to be drawn into classical core/clad optical fibers [START_REF] Massera | Processing and characterization of core-clad tellurite glass preforms and fibers fabricated by rotational casting[END_REF], or even specialty fibers dedicated for the generation of broad supercontinuum [START_REF] Savelii | Suspended core tellurite glass optical fibers for infrared supercontinuum generation[END_REF]. Other potential applications for tellurite bulk glasses and fibers, still in connection with the large third order optical nonlinearity, will be Raman amplification [START_REF] Stegeman | Tellurite glasses with peak absolute Raman gain coefficients up to 30 times that of fused silica[END_REF][START_REF] O'donnell | Tellurite and fluorotellurite glasses for fiberoptic Raman amplifiers: glass characterization, optical properties, Raman gain, preliminary fiberization, and fiber characterization[END_REF][START_REF] Suzuki | Computational and Raman studies of phospho-tellurite glasses as ultrabroad Raman gain media[END_REF], ultra-fast optical switches or electro-optic modulators [START_REF] Shi-An | Femtosecond laser-induced transient grating in CeO 2 -doped 75TeO 2 -20Nb 2 O 5 -5ZnO glass[END_REF][START_REF] Gao | 100-nanosecond-level square-pulse generation in a ring cavity with a tellurite single-mode fiber[END_REF]. Finally, recent works also demonstrate the potentiality of rare-earth doped tellurites to be employed as laser fibers beyond 2 μm [START_REF] Muravyev | Dual-band Tm 3+ -doped tellurite fiber amplifier and laser at 1.9 μm and 2.3 μm[END_REF][START_REF] Denker | 2.3 μm laser action in Tm 3+ -doped tellurite glass fiber[END_REF].

The structural origin of this large optical nonlinearity of TeO 2 -based glasses derives mainly from the existence of the Te 4+ electronic lone pair [START_REF] Fargin | Optical non-linearity in oxide glasses[END_REF][START_REF] Jeansannetas | Glass structure and optical nonlinearities in thallium(I) tellurium(IV) oxide glasses[END_REF][START_REF] Suehara | Non-linear optical properties of TeO 2 -based glasses: ab initio static finite-field and time-dependent calculations[END_REF][START_REF] Suehara | Localized hyperpolarizability approach to the origin of nonlinear optical properties in TeO 2 -based materials[END_REF][START_REF] Roginskii | Comparative Analysis of the Electronic Structure and Nonlinear Optical Susceptibility of α-TeO 2 and β-TeO 3 Crystals[END_REF] and characteristic Te-O-Te bridges [START_REF] El-Mallawany | Tellurite glasses handbook: physical properties and data[END_REF][START_REF] Mirgorodsky | Ab initio study of the nonlinear optical susceptibility of TeO 2 -based glasses[END_REF][START_REF] Soulis | Local molecular orbitals and hyper-susceptibility of TeO 2 glass[END_REF][START_REF] Smirnov | Quantum mechanical study of pre-dissociation enhancement of linear and nonlinear polarizabilities of (TeO 2 ) n oligomers as a key to understanding the remarkable dielectric properties of TeO 2 glasses[END_REF]. According to the literature, adding transition-metal oxides, such as niobium oxide Nb 2 O 5 or tungsten oxide WO 3 , may increase or at least maintain constant the linear and nonlinear optical indices of TeO 2 -based glasses [START_REF] Kim | Nonlinear optical properties of TeO 2 -based glasses: MO x -TeO 2 (M= Sc, Ti, V, Nb, Mo, Ta, and W) binary glasses[END_REF]. Contrarily, it has been shown that adding modifier oxides, such as alkali oxides, curtails such properties [START_REF] El-Mallawany | Tellurite glasses handbook: physical properties and data[END_REF][START_REF] Berkaïne | Structure and dielectric properties of tellurium oxide-based materials[END_REF]. This transformation is commonly referred to as 'structural depolymerization' of the TeO 2 -rich network since it diminishes the network crosslinking density via breaking the Te-O-Te bridges. From the short-range structural viewpoint, it corresponds to the transformation of TeO 4 disphenoids into TeO 3 trigonal pyramids via TeO 3+1 distorted disphenoids [START_REF] El-Mallawany | Tellurite glasses handbook: physical properties and data[END_REF][START_REF] Sekiya | Raman spectra of MO 1/2 -TeO 2 (M = Li, Na, K, Rb, Cs and Tl) glasses[END_REF][START_REF] Mclaughlin | The structure of alkali tellurite glasses[END_REF].

A great deal of effort has been devoted to the study of the binary (100-x)TeO 2 -xWO 3 glassy system uncovering its glass-forming domain with a WO 3 content ranging between 5 and 40 mol.% [START_REF] Kim | Nonlinear optical properties of TeO 2 -based glasses: MO x -TeO 2 (M= Sc, Ti, V, Nb, Mo, Ta, and W) binary glasses[END_REF][START_REF] Sekiya | Structural study of WO 3 -TeO 2 glasses[END_REF][START_REF] Shaltout | Structural studies of tungstatetellurite glasses by Raman spectroscopy and differential scanning calorimetry[END_REF][START_REF] Blanchandin | New investigations within the TeO 2 -WO 3 system: phase equilibrium diagram and glass crystallization[END_REF][START_REF] Charton | TeO 2 -WO 3 glasses: Infrared, XPS and XANES structural characterizations[END_REF][START_REF] Upender | Glass transition temperature-structural studies of tungstate tellurite glasses[END_REF][START_REF] Kaur | Optical, thermal, and structural properties of Nb 2 O 5 -TeO 2 and WO 3 -TeO 2 glasses[END_REF]. It has been demonstrated that incorporating WO 3 in the TeO 2 -rich glass network progressively enhances both thermal and optical (linear and nonlinear) properties [START_REF] Kim | Nonlinear optical properties of TeO 2 -based glasses: MO x -TeO 2 (M= Sc, Ti, V, Nb, Mo, Ta, and W) binary glasses[END_REF][START_REF] Blanchandin | New investigations within the TeO 2 -WO 3 system: phase equilibrium diagram and glass crystallization[END_REF][START_REF] Shen | Tungsten-tellurite-a host glass for broadband EDFA[END_REF].

Several studies have been conducted on the binary (100-x)TeO 2 -xNbO 2.5 glassy system uncovering its glass-forming domain with a maximal NbO 2.5 content of 33.4-40 mol.% according to different authors [START_REF] Kim | Nonlinear optical properties of TeO 2 -based glasses: MO x -TeO 2 (M= Sc, Ti, V, Nb, Mo, Ta, and W) binary glasses[END_REF][START_REF] Kaur | Optical, thermal, and structural properties of Nb 2 O 5 -TeO 2 and WO 3 -TeO 2 glasses[END_REF][START_REF] Berthereau | Nonlinear optical properties of some tellurium (IV) oxide glasses[END_REF][START_REF] Blanchandin | Equilibrium and non-equilibrium phase diagram within the TeO 2 -rich part of the TeO 2 -Nb 2 O 5 system[END_REF][START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF][START_REF] Villegas | Physical and structural properties of glasses in the TeO 2 -TiO 2 -Nb 2 O 5 system[END_REF][START_REF] Lin | Crystallization of TeO 2 -Nb 2 O 5 glasses and their network structural evolution[END_REF][START_REF] Hayakawa | Nonlinear optical properties and glass structure for MO-Nb 2 O 5 -TeO 2 (M=Zn, Mg, Ca, Sr, Ba) glasses[END_REF]. It has been shown that adding NbO 2.5 to the TeO 2 -rich glass network enhances both the linear and nonlinear optical properties [START_REF] Kim | Nonlinear optical properties of TeO 2 -based glasses: MO x -TeO 2 (M= Sc, Ti, V, Nb, Mo, Ta, and W) binary glasses[END_REF] and increases the thermal stability [START_REF] Kaur | Optical, thermal, and structural properties of Nb 2 O 5 -TeO 2 and WO 3 -TeO 2 glasses[END_REF][START_REF] Berthereau | Nonlinear optical properties of some tellurium (IV) oxide glasses[END_REF] which is a crucial requirement in some optical glass manufacturing processes, e.g., optical fiber drawing [START_REF] Senthil Murugan | TeO 2 -BaO-SrO-Nb 2 O 5 glasses: a new glass system for waveguide devices applications[END_REF]. An improvement of the network reinforcement and mechanical strength was also reported [START_REF] Dai | The spectroscopic properties of Er 3+ -doped TeO 2 -Nb 2 O 5 glasses with high mechanical strength performance[END_REF]. The structural features of these glasses have been extensively investigated by various techniques: X-ray and neutron diffraction (see e.g., [START_REF] Hoppe | Structure of zinc and niobium tellurite glasses by neutron and x-ray diffraction[END_REF]), X-ray absorption spectroscopy [START_REF] Berthereau | Determination of local geometries around tellurium in TeO 2 -Nb 2 O 5 and TeO 2 -Al 2 O 3 oxide glasses by XANES and EXAFS: Investigation of electronic properties of evidenced oxygen clusters by ab initio calculations[END_REF], IR and Raman [START_REF] Kaur | Optical, thermal, and structural properties of Nb 2 O 5 -TeO 2 and WO 3 -TeO 2 glasses[END_REF][START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF][START_REF] Saddeek | Thermal analysis and infrared study of Nb 2 O 5 -TeO 2 glasses[END_REF] spectroscopies. It is accepted among the previous investigators that adding NbO 2.5 leads to a structural depolymerization [START_REF] Kaur | Optical, thermal, and structural properties of Nb 2 O 5 -TeO 2 and WO 3 -TeO 2 glasses[END_REF][START_REF] Lin | Crystallization of TeO 2 -Nb 2 O 5 glasses and their network structural evolution[END_REF][START_REF] Berthereau | Determination of local geometries around tellurium in TeO 2 -Nb 2 O 5 and TeO 2 -Al 2 O 3 oxide glasses by XANES and EXAFS: Investigation of electronic properties of evidenced oxygen clusters by ab initio calculations[END_REF]. According to Berthereau et al. [START_REF] Berthereau | Determination of local geometries around tellurium in TeO 2 -Nb 2 O 5 and TeO 2 -Al 2 O 3 oxide glasses by XANES and EXAFS: Investigation of electronic properties of evidenced oxygen clusters by ab initio calculations[END_REF], the predominant units in (100-x)TeO 2 -xNbO 2.5 glasses (x = 9.5, 18.2, 26.1, 33.4 mol.%) are TeO 4 and TeO 3+1 and the proportion of the latter increases upon adding NbO 2.5 as suggested from the extended X-ray absorption fine structure (EXAFS) results. Hoppe et al. [START_REF] Hoppe | Structure of zinc and niobium tellurite glasses by neutron and x-ray diffraction[END_REF] investigated the structure of (100-x)TeO 2 -xNbO 2.5 (x = 11.4, 18.2 and 30.5 mol.%) glasses and argued that a structural transition from network-modifying (x ≤ 18.2 mol.%) to network-forming behavior (x > 18.2 mol.%) takes place upon adding NbO 2.5 with the formation of Nb-O-Nb bridges. By means of Raman spectroscopy, Soulis et al. [START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF] argued that the bond networks of (100-x)TeO 2 - [START_REF] Lin | Crystallization of TeO 2 -Nb 2 O 5 glasses and their network structural evolution[END_REF] and Kaur et al. [START_REF] Kaur | Optical, thermal, and structural properties of Nb 2 O 5 -TeO 2 and WO 3 -TeO 2 glasses[END_REF] agree with the previously described role of NbO 2.5 in reducing the connectivity of Te-O-Te bond network by transforming the TeO 4 into TeO 3+1 and TeO 3 units. This work is a part of an investigation on TeO 2 -based glasses containing two transition-metal oxides. After dealing with the (100-x-y)TeO 2 -xTiO 2 -yWO 3 glassy system [START_REF] Zaki | Synthesis, thermal, structural and linear optical properties of new glasses within the TeO 2 -TiO 2 -WO 3 system[END_REF], we have embarked on investigating the (100-x-y)TeO 2 -xNbO 2.5 -yWO 3 system (labeled TNxWy). To the best of our knowledge, aside from few investigations on the specific compositions given below, there is no reported systematic study within this ternary glass system. Carreaud et al. [START_REF] Carreaud | Lasing effects in new Nd 3+ -doped TeO 2 -Nb 2 O 5 -WO 3 bulk glasses[END_REF] and Dai et al. [START_REF] Dai | TeO 2 -based glasses containing Nb 2 O 5 , TiO 2 , and WO 3 for discrete Raman fiber amplification[END_REF] recorded the Raman spectra of 75TeO 2 -20NbO 2.5 -5WO 3 and 72TeO 2 -18NbO 2.5 -10WO 3 glass compositions respectively along with their thermal and linear optical properties; Muñoz-Martín [START_REF] Munoz-Martín | TeO 2 -based film glasses for photonic applications: structural and optical properties[END_REF] measured the linear and nonlinear optical properties of the 80TeO 2 -5Nb 2 O 5 -15WO 3 glass composition. In addition, Er 3+ and Yb 3+ doped TeO 2 -Nb 2 O 5 -WO 3 glass compositions have been investigated as potential candidate materials for broadband amplifiers [START_REF] Xu | Broadband 1.5-μm emission of erbium-doped TeO 2 -WO 3 -Nb 2 O 5 glass for potential WDM amplifier[END_REF][START_REF] Wang | Investigation of thermal stability and spectroscopic properties in Er 3+ /Yb 3+ codoped niobic tungsten tellurite glasses[END_REF]. A high linear optical response was measured from these glasses with refractive indices in the order of ~2.1.

The aim of the present paper is to report, for the first time, the glass-forming domain within the TNxWy system and the measured properties from the prepared glasses, namely, their thermal characteristics, structural features by means of Raman spectroscopy, linear optical properties using UV-Vis-NIR spectroscopy and spectroscopic ellipsometry, and nonlinear optical response from Z-scan measurements. The focus is laid on the evolution of these properties as a function of NbO 2.5 and WO 3 contents.

Experimental details.

New glasses were prepared within the ternary TNxWy system by the conventional meltingquenching technique using α-TeO 2 (99.99%), Nb 2 O 5 (99.99%) and WO 3 (99.8%) from Alfa Aesar. In appropriate proportions, the raw dried powders have been ground for 40 min using agate mortar and pestle, and melted in Pt crucibles at 850 °C for 1 h. Under these experimental conditions, seventeen glass samples in the form of pellets were prepared from batches weighing 2 g, stirred three times during melting and quenched into a brass ring put over a preheated brass block at 150 °C. After cooling down to room temperature from 150 °C, the pellets were systematically annealed at 15 °C below their glass transition temperatures for 12 h at heating/cooling rates of 2 °C/min in order to release the mechanical stresses resulting from the thermal quenching. Serving as a reference sample in the structural study of TNxWy glasses, we have prepared TeO 2 glass by the fast-quenching of a pure TeO 2 melt from 850 °C down to approximately -11 °C (using an ice bath containing NaCl and ethanol) after 1 h spent inside the furnace during which the melt was stirred three times.

The amorphous state of the samples was checked by means of powder X-ray diffraction using Bruker D8 Advance diffractometer with Bragg-Brentano geometry (Cu K α1 wavelength of 1.5406 Å, 2θ range of 10-70° with a step of 0.02° and 1 s per step). The glass samples were analyzed by energy dispersive X-ray microanalysis (EDS) using a Quanta FEG-450 scanning electron microscope. The elemental analysis results suggested a good agreement between the experimental and theoretical glass compositions. The characteristic glass transition (T g ) and onset crystallization (T O ) temperatures of the glass samples were measured by heat flux differential scanning calorimetry (DSC) using NETZSCH STA 449 F3 Jupiter equipment.

The measurements were performed on glass fragments of about 25 ± 5 mg using Pt pans under N 2 atmosphere between room temperature and 720 °C at a heating rate of 10 °C/min. Densities of glass powder samples weighing 150 ± 20 mg were measured by helium pycnometry using Accupyc II 1340 Micromeritics pycnometer.

The Raman spectra were recorded at 514.5 nm and a laser power of 30 mW using T64000 Horiba Jobin-Yvon spectrophotometer operating in triple subtractive configuration (1800 grooves/mm) and equipped with a CCD detector. The objective lens x50LWD was used to record the spectra along the 15-1100 cm -1 wavenumber range with a spectral resolution of 2.5 cm -1 and acquisition time of 10 s. Three spectra from each sample have been recorded from three different spots. No baseline correction treatments were performed on any of the measured spectra, and the as-recorded intensities of each spectrum were divided by its total area. Using Focus 1.0 program [START_REF] Sousa Meneses | Software utility for the creation of optical function (FOCUS)[END_REF], the total-area averaged Raman spectra were decomposed in the entire wavenumber range (15-1100 cm -1 ) using a log-normal distribution for the boson peak (labeled band A hereafter) and twelve Gaussian functions for the rest (labeled bands B-M). The recomposed spectra match well with the experimental ones, with chi-square reliability values less than 0.05.

The optical transmission of TNxWy glasses was evaluated by measuring the UV-Vis-NIR spectra from double side polished pellets of 1.44-1.47 mm in thickness in the 300-3300 nm range using the Varian Cary 5000 spectrophotometer. From the same samples, the refractive indices were recorded by spectroscopic ellipsometry using Horiba Jobin-Yvon UVISEL ellipsometer with a fixed 60° incidence angle.

The third-order nonlinear susceptibilities χ (3) were measured from TNxWy double-side polished glasses employing the Z-scan technique, and using a comparative route in respect with the data collected for a reference fused silica plate [START_REF] Duclère | Third order nonlinear optical properties of a paratellurite single crystal[END_REF]. Pulses from regenerative Ti:sapphire laser (Spectra Physics, Hurricane) at 800 nm were used at a repetition rate of 1 kHz and with ~90 fs pulse duration. A lens (f = 200 mm) was positioned along the optical path (Z axis), and the glass samples were moved forward and backward from the focal point (Z = 0 mm), namely along the Z range between -25 mm and +25 mm at intervals of 0.5 mm. At each step, the optical transmittance was measured with the optical power meter system (Newport 2930-C/818-SL silicon photodiodes in the close and open configurations [START_REF] Sheik-Bahae | Sensitive measurement of optical nonlinearities using a single beam[END_REF]). The Z-scan measurement from each glass sample was repeated three times. Each consists in four measurements: two at 250 nW and two at 2 nW. The measured value from pure SiO 2 glass (≈0.15 *10 -13 esu at 800 nm reported by Milam [START_REF] Milam | Review and assessment of measured values of the nonlinear refractive-index coefficient of fused silica[END_REF]) was considered in order to extract the χ (3) values for TNxWy glasses. For a reliable comparison with other TeO 2 -based glasses in the literature, we had to adjust the state-of-the-art values (those extracted by considering a value of 0.28 *10 -13 esu at 1.9 µm reported by Kim et al. [START_REF] Kim | Linear and nonlinear optical properties of TeO 2 glass[END_REF]) by dividing them by 1.87 which is the factor between the values reported by Kim et al. [START_REF] Kim | Linear and nonlinear optical properties of TeO 2 glass[END_REF] and Milam [START_REF] Milam | Review and assessment of measured values of the nonlinear refractive-index coefficient of fused silica[END_REF] respectively. Such argumentation is developed in detail in [START_REF] Duclère | Third order nonlinear optical properties of a paratellurite single crystal[END_REF]. Applying this factor to the pure TeO 2 glass leads to an adjusted χ (3) value of 7.54 *10 -13 esu based on the reported value of 14.10 *10 -13 esu [START_REF] Kim | Linear and nonlinear optical properties of TeO 2 glass[END_REF]. We have obtained the real part of the third-order nonlinear susceptibility from TNxWy glasses; more details can be found in the literature (e.g., [START_REF] Linda | Optical properties of tellurite glasses elaborated within the TeO 2 -Tl 2 O-Ag 2 O and TeO 2 -ZnO-Ag 2 O ternary systems[END_REF]) and lead to the following expression:

( With Δϕ corresponding to self-phase modulation which is proportional to the difference ΔT p-v (ΔT p-v ≈ 0.406 Δϕ for small apertures [START_REF] Sheik-Bahae | Sensitive measurement of optical nonlinearities using a single beam[END_REF]) between the maximum T p (p for peak) transmittance and the minimum T v (v for valley) transmittance. I 0 represents the intensity of the incident laser beam, L eff the effective thickness of the sample and n the linear refractive index measured by spectroscopic ellipsometry.

3. Results and discussion.

Glass-forming domain

The amorphous state of TNxWy samples was analyzed using X-ray powder diffraction in order to determine the glass-forming domain given in Fig. 1(a)). The longest compositional lines extend from x = 5 to 25 mol.% in NbO 2.5 and from y = 5 to 25 mol.% in WO 3 . In total, seventeen melt compositions have yielded transparent yellowish glasses that shifted to honey-brown with increasing WO 3 molar content and remained practically unchanged upon adding NbO 2.5 (cf. Fig. 1(b)). In partially crystallized TNxW30 samples, we detected the presence of WO 2.83 (or W 6 O 17 ) crystals [START_REF] Sundberg | The crystal and defect structures of W 25 O 73 , a member of the homologous series W n O 3n-2[END_REF]. At relatively high NbO 2.5 content, crystals of Nb 6 TeO 17 [56] are detected in TN15W25, TN20W15, TN25W10 and TN30W5 samples. 

Density and thermal properties

In general, the measured densities ( min = 4.51 g.cm -3 and  max = 5.15 g.cm -3 ) increase with the addition of WO 3 and slightly decrease with larger amounts of NbO 2.5 (cf. Table 1). The density increase extent upon adding WO 3 at constant NbO 2.5 content varies from one series of samples to the other. For instance, an increase by ~10% is recorded from TN5W5 (4.67 g.cm -3 ) to TN5W25 (5.15 g.cm -3 ) and by ~4% from TN10W5 (4.87 g.cm -3 ) to TN10W25

(5.06 g.cm -3 ). On the other hand, the density's compositional dependence upon adding NbO 2.5

shows a peculiar behavior in TeO 2 -rich compositions as it first increases for instance by ~4% from TN5W5 (4.67 g.cm -3 ) to TN10W5 (4.87 g.cm -3 ) before decreasing by ~7% to TN25W5 (4.51 g.cm -3 ). This unexpected behavior in the TeO 2 -richest compositions could be explained by their positions at the boundary of the glass-forming domain. In general, it can be argued that the compositional dependence of density follows the additive density rule: densities of raw oxides NbO 2.5 , TeO 2 and WO 3 are respectively 4.55, 6.13 and 7.16 g.cm -3 . Thus, we assign the glass density increase upon adding WO 3 to the higher molar mass of WO 3 (231.8

g.mol -1 ) compared to that of TeO 2 (159.6 g.mol -1 ); and the decrease upon adding NbO 2.5 from 10 to 25 mol.% to its lower molar mass of 132.9 g.mol -1 .

The thermal properties of TNxWy glasses were measured to evaluate the compositional dependence of their glass transition temperatures T g and thermal stabilities ΔT (cf. Table 1 for TNxWy glasses and Fig. 2 for TNxW5 glasses). The T g increases linearly upon adding either The recorded sequence of exothermic peaks from the DSC curves of TNxW5 glasses (Fig. 2) is in relatively good agreement with the binary TeO 2 -NbO 2.5 glasses (cf. Fig. 3 in [START_REF] Blanchandin | Equilibrium and non-equilibrium phase diagram within the TeO 2 -rich part of the TeO 2 -Nb 2 O 5 system[END_REF]); the exothermic peaks of the former are broader, probably due to a more disordered glass network, manifested by the presence of additional W-O coordination polyhedra. Therefore, the crystallizing phases from TNxW5 glasses can be assigned in agreement with those crystallizing from the binary glasses, i.e., δ-, γ-and α-TeO 2 and then Nb 2 Te 4 O 13 depending on the NbO 2.5 content.

Structural properties

The recorded spectra from TNxWy glasses are jointly presented in Fig. 3. Since the same structural evolutions are observed from TNxWy (y = 5, 10, 15, 20 and 25 mol.%) sets of samples, we suggest to focus on the set of TNxW5 to highlight the effect of adding NbO 2.5

since it corresponds to the set with the lowest WO 3 influence. For a more accurate structural analysis, we used the conventional spectral decomposition technique based on the addition of bands of which the position (wavenumber), width (more precisely the full-width at half maximum, FWHM) and intensity can be either assigned fixed values or left free (unconstrained). In wavenumber regions where band shift and/or broadening are observed with increasing NbO 2.5 (or WO 3 ) content, we kept the introduced function's wavenumber and/or FWHM respectively parameter-free. Thus, the bands A, H and 2 for a detailed band assignment). The basis of the vibrational mode assignment of distorted WO 6 octahedra is a bilateral analysis of the vibrational (Raman spectra) vs.

structural features that we conducted on a large number of tungsten-containing oxides (metal tungstates for the most part). A similar approach has been previously undertaken on few tungstates by Sekiya et al. [START_REF] Sekiya | Structural study of WO 3 -TeO 2 glasses[END_REF]. The obtained decomposition results (calculated parameters for the inserted bands) were used to evaluate the areas of each band in all of the decomposed spectra. Then, the normalized intensity of each band was calculated by dividing the band area by the molar content(s) of the oxide(s) of which the constituent ionic species are responsible for that vibration.

Structural effect of adding NbO 2.5

The recorded Raman spectra from TNxW5 glasses are provided in Fig. 4. At first glance, one can notice the important change in the ~535-725 cm -1 range with a noticeable intensity increase of the bands G and H from TN5W5 to TN25W5. Slight increasing of Raman intensity is observed within ~200-400 cm -1 and ~850-950 cm -1 regions. On the other hand, in the low-wavenumber region (< 100 cm -1 ), an intensity decrease of the boson peak is recorded along with an insignificant red-shift of ~6 cm -1 from TN5W5 to TN25W5. As explained in the introduction of section 3. Let us now focus on the decomposition results as a function of NbO 2.5 content from the midto high-wavenumber range 400-1000 cm -1 .

 In the 400-550 cm -1 region:

As can be seen in the inset of [START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF]). 2. Wavenumbers and vibrational assignments of the inserted bands. Raman bands arising from TeO 2 network and their assignments are highlighted in bold typeface. In the spectral decomposition process, the wavenumbers of A, F, H, L and M bands were unconstrained and are given herein as wavenumber ranges from the set of TNxW5 glasses with increasing x. 

 In the 550-800 cm -1 region:

The normalized intensities of bands G and H increase by ~20% and ~45% respectively upon adding NbO 2.5 (Fig. 5). To appropriately interpret the structural trend based on the evolution of these two bands, it is important to consider the shape of the corresponding Raman band (within the range of 535-725 cm -1 , cf. Fig. 3). A simple visual analysis indicates that its intensity increases upon adding NbO 2.5 with no apparent band shift. From the viewpoint of the TeO 2 -rich network in TNxW5 glasses, the fact that this large band does not red-shift might renounce any significant structural depolymerization. In the opposite case, i.e., when a modifier oxide such as Tl 2 O with a weak modifier cation Tl + is added to the TeO 2 -rich network, a significant red-shift of this band is observed due to the simultaneous intensity decrease of the Raman band assigned to Te-O bond vibrations in TeO 4 units (in the ~607-772 cm -1 range) and increase of the one assigned to Te-O bond vibrations in TeO 3 units (in the ~660-715 cm -1 range) [START_REF] Noguera | Dynamics and crystal chemistry of tellurites. II. Composition-and temperaturedependence of the Raman spectra of x(Tl 2 O)+(1-x)TeO 2 glasses: evidence for a phase separation?[END_REF]. It is important to note that the stretching vibrations of Nb-O-Nb bridges are also observed in the 535-725 cm -1 range (cf. Raman spectrum of H-Nb 2 O 5 in Fig. 3). Regarding the evolutions of bands I and J, their normalized intensities show marginal and stronger upward (increase by ~23%) trends respectively (Fig. 5). Therefore, we argue that the From the evolution of the Nb-O-Nb bond network, increasing the NbO 2.5 content from 5 to 25 mol.% results in an increase of the number of NbO 2.5 -rich regions until the crystallization of Nb 6 TeO 17 [56] at 30 mol.% of NbO 2.5 . The structure of this compound has not been determined yet; however, given the high NbO 2.5 :TeO 2 ratio (6:1), one can predict the predominant contribution of Nb-O-Nb bridges in its crystal lattice. This shifting behavior of NbO 2.5 from a network modifier towards a network former as manifested by the presence of NbO 2.5 -rich regions is in agreement with the obtained results from TeO 2 -NbO 2.5 glasses by Hoppe et al. [START_REF] Hoppe | Structure of zinc and niobium tellurite glasses by neutron and x-ray diffraction[END_REF].

 In the 800-1000 cm -1 region:

It should be noted that the intensity of the "shoulder" centered at ~880 cm -1 (cf. Fig. 3) which is due to stretching vibrations of the shortest (terminal) Nb-O bonds increases but very moderately with NbO 2.5 . This means that its expected normalized intensity must rather decrease since adding twice more NbO 2.5 (e.g., from 5 to 10 mol.%) does not yield twice more intense response in this region. This suggests that less and less terminal Nb-O bonds exist at the expense of Nb-O-Nb (bands G and H) and Te-O-Nb (band E) bridges. This is in total agreement with the previously discussed evolution of these two varieties of bridges, i.e., their number increase upon adding NbO 2.5 . We omitted in Fig. 5 the evolution of the normalized intensity of this shoulder centered at ~880 cm -1 for the two following reasons: (i) the shoulder is strongly overlapping with the surrounding bands L and M, and (ii) due to the influence of the band M (also due to the asymmetric stretching vibrations of W-O bonds) of which the normalized intensity changes as a function of the molar ratio of TeO 2 to WO 3 [START_REF] Zaki | Synthesis, thermal, structural and linear optical properties of new glasses within the TeO 2 -TiO 2 -WO 3 system[END_REF].

To sum up, we argue that the structural effect of NbO 2. 

Structural effect of adding WO 3

The recorded Raman spectra of TNxWy glasses with increasing WO 3 content are presented in Fig. 7. The evolving band features are in agreement with the reported studies on TeO 2 -based glasses containing WO 3 by Raman spectroscopy [START_REF] Sekiya | Structural study of WO 3 -TeO 2 glasses[END_REF][START_REF] Kaur | Optical, thermal, and structural properties of Nb 2 O 5 -TeO 2 and WO 3 -TeO 2 glasses[END_REF][START_REF] Upender | Structure, physical and thermal properties of WO 3 -GeO 2 -TeO 2 glasses[END_REF], i.e., three additional bands at ~360, ~860 and ~925 cm -1 appear at the Raman spectra and increase in intensity upon adding Lastly, regarding the evolution of the band A (boson peak), the position of its maximum intensity insignificantly red-shifts accompanied with an intensity decrease with addition of NbO 2.5 or WO 3 contents (Fig. 3 and Fig. 7). According to literature [START_REF] Sokolov | Medium-range order in glasses: Comparison of Raman and diffraction measurements[END_REF][START_REF] Kalampounias | A temperature dependence Raman study of the 0.1 Nb 2 O 5 -0.9 TeO 2 glass-forming system[END_REF], the evolution of boson peak's position and intensity in TNxWy glasses could suggest a slight crosslinking density increase in the glass network at the medium-range scale. This behavior is in agreement with the continuous increase of the glass transition temperature upon adding NbO 2.5 or WO 3 . We recorded the optical transmission spectra from TNxWy glass pellets over a wide wavelength range extending from 300 to 3300 nm (Fig. 9). The optical transmission spectra of 16 out of 17 glass samples show a transparency over 75% in the 800-2600 nm range. The exception is the sample TN5W5 showing a slightly lower transparency of ~73%, which might be due to its peculiar composition (richest in TeO 2 ) at the boundary of the glass-forming domain. The absorption band onsetting at 2800 nm corresponds to the stretching mode of bound hydroxyl groups (R-OH), and symmetric and asymmetric stretching modes of water molecules [START_REF] Efimov | Water-related bands in the IR absorption spectra of silicate glasses[END_REF]. The transmission percentage is neither enhanced nor reduced upon adding NbO 2.5 but rather fluctuates within a relatively narrow range of less than 2% (Fig. 9). This is also the case with increasing WO 3 content (cf. Fig. 10 for TN5Wy glasses). The linear refractive indices were extracted from the optical transmission data at λ = 1.5 µm using the following equation: T = 2n/(n 2 +1). The refractive indices n 1.5 are listed in Table 1.

Optical properties

Generally, the obtained results suggest a practically constant behavior of the refractive index upon adding either NbO 2.5 or WO 3 with high values ranging approximately from 2.06 to 2.12.

It should be stressed that because of the Fresnel reflection at the air-glass interface, the above equation slightly underestimates the actual refractive index value, which will then be provided from ellipsometric measurements. The UV absorption edge slightly shifts towards longer wavelengths within the range of 410-415 nm upon adding NbO 2.5 in TNxW5 glasses (Fig. 9), implying a gradual slight decrease of the optical band gap energy E g . Upon adding WO 3 (Fig. 10), a stronger red-shift is observed within a larger wavelength range (400-437 nm). The color evolution of glasses (cf. section 3.1) is in agreement with the noticed shift of the absorption edge.

Both the optical band gap E g and Urbach E U energies were extracted from the UV absorption edges of TNxWy glasses. Based on the wavelength-dependence of the approximate absorption coefficient α (estimated using the expression α(λ) = (1/d) ln(T max /T(λ)), where T is the transmission percentage and d is the sample thickness), we plotted (αhν) ½ versus the incident photon energy hν (commonly known as Tauc plot) to estimate E g (Fig. 11). The E g values lie in the range of 2.77-2.92 eV (Table 1 The extracted values of Urbach energy E U lie in the range 0.104-0.114 eV for all the compositions. E U remains fairly stable with increasing WO 3 content (e.g., 0.109 eV in TN5Wy glasses). However, a slight decrease from 0.114 to 0.105 eV is observed upon adding NbO 2.5 from TN5W5 to TN25W5. E U is characteristic of the width of the band-tails thus estimating the density of localized states [START_REF] Urbach | The long-wavelength edge of photographic sensitivity and of the electronic absorption of solids[END_REF]. A highly disordered glass network is characterized by a higher density of localized states and thus having a high E U value. These values are very close to those reported in literature for NbO 2.5 -and WO 3 -containing TeO 2based glasses (ranging between 0.096 and 0.114 eV, see e.g., [START_REF] Munoz-Martín | TeO 2 -based film glasses for photonic applications: structural and optical properties[END_REF]). Therefore, it can be argued that adding NbO 2.5 might slightly lessen the overall structural disorder of the glass network.

Refractive index dispersion by spectroscopic ellipsometry

We measured the wavelength-dispersion of the refractive index from TNxWy glass pellets in the range of 350-830 nm (cf. Fig. 12 for TNxW5 glasses), and derived the refractive indices n ∞ (Table 1) extrapolated to infinite wavelength using Sellmeier's dispersion formula [START_REF] Sellmeier | Zur Erklärung der abnormen Farbenfolge im Spectrum einiger Substanzen[END_REF][START_REF] Ghosh | Sellmeier coefficients and dispersion of thermo-optic coefficients for some optical glasses[END_REF]: n = (A + B/(1-C/λ 2 ) + D/(1-E/λ 2 )) 1/2 where A-E are fitting constants specific to each sample.

An excellent fitting quality was achieved as demonstrated by the R 2 coefficients ranging between 0.9970 and 0.9999. The studied glasses collectively exhibit high n ∞ indices with an average of ~2.13 (n ∞(min) = 2.12 and n ∞(max) = 2.15) which is ~1.5 times higher than the refractive index of SiO 2 glass (1.439 at 1.9 µm [START_REF] Kim | Linear and nonlinear optical properties of TeO 2 glass[END_REF]) and practically equal to that of TeO 2 glass (2.121 at 1.9 µm [START_REF] Kim | Linear and nonlinear optical properties of TeO 2 glass[END_REF]).

The dependence of n ∞ on the WO 3 content suggests a constant behavior with an average value of ~2.14 in TNxW5 and TNxW25 glass series. Likewise, it seems that n ∞ remains practically constant upon adding NbO 

Nonlinear optical properties

As described in the experimental section, the third-order nonlinear susceptibilities χ (3) have been measured using the Z-scan technique at λ = 800 nm. From the measured Z-scan transmittance curves, the extracted peak-valley transmittance change ΔT p-v (example of TN15W20 in Fig. 13) is used to derive the χ (3) values from the TNxWy glass pellets (cf. Table 1, with χ (3) min = 4.75 *10 -13 esu and χ (3) max = 6.38 *10 -13 esu). Interestingly, the average χ (3) value of 5.48 *10 -13 esu among TNxWy glasses is ~37 times higher than the χ (3) value of SiO 2 glass (0.15 *10 -13 esu [START_REF] Milam | Review and assessment of measured values of the nonlinear refractive-index coefficient of fused silica[END_REF]) and slightly lower than that of pure TeO 2 glass (7.54 *10 -13 esu). The compositional dependence of χ (3) values in TNxWy glasses upon adding NbO 2.5 or WO 3 can be found in Fig. 14. Their evolution upon adding NbO 2.5 suggests a fairly constant behavior from ~5.2 *10 -13 esu in TN5Wy to ~5.1 *10 -13 esu in TN25Wy. Likewise, adding WO 3 seems to maintain the χ (3) values practically stable. It is worthwhile to mention that the binary (100-x)TeO 2 -xNbO 2.5 glasses exhibit higher χ (3) values ranging from 7.540 *10 -13 esu (x = 10 mol.%) to 9.037 *10 -13 esu (x = 30 mol.%) [START_REF] Kim | Nonlinear optical properties of TeO 2 -based glasses: MO x -TeO 2 (M= Sc, Ti, V, Nb, Mo, Ta, and W) binary glasses[END_REF].

The overall evolution of the nonlinear response of TNxWy glasses upon substituting TeO 2 with either NbO 2.5 or WO 3 is shown in Fig. 15. This positive contribution could be explained by the possible influence of empty d-orbitals of each of Nb 5+ and W 6+ cations via virtual electronic transitions to d-orbitals and to the conduction band sp-orbitals as reported by Lines [START_REF] Lines | Influence of d orbitals on the nonlinear optical response of transparent transition-metal oxides[END_REF]. Nevertheless, it is very important to keep in mind that these derived values and discussed evolutions could be tempered considering the significant error bars of ~20% in average for the χ (3) responses: in concrete terms, the χ (3) evolutions could be regarded as practically steady as well. Generally, the evolution of the nonlinear optical performance of TNxWy glasses is consistent with the structural interpretations established in section 3.3.1 suggesting that only relatively slight modifications occur throughout the glass network with addition of either NbO 2.5 or WO 3 . The steady evolution of χ (3) values upon adding NbO 2.5 or WO 3 highly suggests the absence of any striking structural depolymerization of the Te-O-Te bond network.

Conclusions.

A systematic study within the (100-x-y)TeO 2 -xNbO 2.5 -yWO [START_REF] El-Mallawany | Tellurite glasses handbook: physical properties and data[END_REF]  Adding WO 3 results, at low WO 3 contents, in uniformly dispersed WO 6 octahedra throughout the glass network, and at higher WO 3 contents, in amorphous "WO 3 -rich" regions that continuously grow prior to the crystallization of WO 2.83 in TNxW30 samples. This idea is in agreement with the one proposed by Sekiya et al. [START_REF] Sekiya | Structural study of WO 3 -TeO 2 glasses[END_REF] and recently highlighted in the TeO 2 -TiO 2 -WO 3 glassy system [START_REF] Zaki | Synthesis, thermal, structural and linear optical properties of new glasses within the TeO 2 -TiO 2 -WO 3 system[END_REF].

The revealed structural properties are consistently correlated to the measured optical (linear and nonlinear) properties. The studied TNxWy glasses exhibit high linear refractive indices (n ∞(min) = 2.12 and n ∞(max) = 2.15) with an average n ∞ of 2.13 which is ~1.5 times higher than the refractive index of SiO 2 glass. It is found that the measured n ∞ values remain practically constant upon adding either NbO 2.5 or WO 3 .

The extracted third-order nonlinear susceptibilities χ (3) values are very high (χ (3) min = 4.75 *10 -13 esu and χ (3) max = 6.38 *10 -13 esu) with an average of 5.48 *10 -13 esu that is ~37 times stronger than the reported χ (3) value for SiO 2 glass. Moreover, they are found to remain practically steady with addition of NbO 2.5 and WO 3 : from TN5Wy (5.22 *10 -13 esu) to TN25Wy (5.05 *10 -13 esu), and from TNxW5 (5.40 *10 -13 esu) to TNxW25 (5.59 *10 -13 esu)

respectively. Generally, the extracted χ (3) values from TNxWy glasses are higher than those reported from other TeO 2 -based systems and particularly those where a significant structural depolymerization takes place (e.g., ZnO-or alkali-containing glasses).

xNbO 2 .

 2 5 (x = 9.5, 18.2, 26.1, 33.4 and 40 mol.%) glasses contain three types of linkages, namely Te-O-Te, Te-O-Nb and Nb-O-Nb bridges. More recently, two more studies by Lin et al.

Fig. 1 .

 1 Fig. 1. (a) Glass-forming domain obtained in the (100-x-y)TeO 2 -xNbO 2.5 -yWO 3 system (labeled TNxWy) surrounded by the yellow frame. Blue and green colored squares and spots correspond to partially crystallized samples in WO 2.83 and Nb 6 TeO 17 respectively. (b) Photograph of the obtained glass pellets in their polished state.

NbO 2 .

 2 [START_REF] Massera | Processing and characterization of core-clad tellurite glass preforms and fibers fabricated by rotational casting[END_REF] or WO 3 (T g(min) = 333 °C and T g(max) = 403 °C). It increases by ~21% from TN5W5 (333 °C) to TN25W5 (403 °C) and by ~15% from TN5W5 to TN5W25 (381 °C). We could assign the T g increase predominantly to the fact that W-O and Nb-O bonds have higher dissociation energies compared to Te-O bonds, namely, 720, 726.5 and 377 kJ.mol -1 respectively[START_REF] Luo | Comprehensive handbook of chemical bond energies[END_REF].It is worth pointing out that the thermal stabilities (T= T O -T g ) of TNxWy glasses which reflect the ability of the glass network to resist against devitrification upon heating above T g , are fairly moderate (ΔT min = 45 °C and ΔT max = 70 °C) with an average of ~60 °C. It appears that adding NbO 2.5 or WO 3 does not significantly impact on ΔT from one TNxWy composition to another. By comparison, the thermal stabilities of TNxW5 samples are relatively lower than those reported for binary TeO 2 -NbO 2.5 glasses with values ranging between ~43 and ~98 °C according to Blanchandin et al.[START_REF] Blanchandin | Equilibrium and non-equilibrium phase diagram within the TeO 2 -rich part of the TeO 2 -Nb 2 O 5 system[END_REF].

Fig. 2 .

 2 Fig. 2. DSC curves of TNxW5 glasses with the glass transition T g and onset crystallization T O temperatures given in bold and non-bold typefaces respectively.

Fig. 3 .

 3 Fig. 3. Evolution of total-area averaged Raman spectra of TNxWy glasses as a function of NbO 2.5 content. The low-wavenumber (boson peak) and mid-to high-wavenumber regions are supplied apart for more clarity. The Raman spectrum of H-Nb 2 O 5 is reproduced from Fig. 34 in [34].

M

  were fully unconstrained, while bands F and L were introduced with fixed FWHM values and bands D and J with fixed wavenumbers values. The remaining bands B, C, E, G, I and K were introduced with fixed wavenumber and FWHM values. The origins of bands associated with vibrations of Te-O bonds (bands E-J) are supported by pioneer works on the vibrational and structural properties of the three TeO 2 polymorphs (α [58], β [58] and γ [59]). The origins of the bands involving vibrations of Nb-O bonds (bands E, G, H and M) are based on the structural studies of Nb 2 O 5 and binary TeO 2 -Nb 2 O 5 crystals (cf. Table

Fig. 4 .

 4 Fig. 4. Total-area averaged Raman spectra of TNxW5 glasses. The labels A-M correspond to the inserted bands for the spectral decomposition. Inset: zoom of the region 375-540 cm -1 .

3 ,

 3 we have calculated, for each TNxWy composition, the normalized intensities of bands E, G and H by dividing their areas by the sum of TeO 2 and NbO 2.5 molar contents; those of bands F, I and J by dividing their areas by TeO 2 content. The compositional dependence of the normalized intensities in TNxW5 glasses is plotted in Fig. 5. Similar band evolutions are observed in other sets of TNxWy samples at constant WO 3 content and increasing NbO 2.5 content.

Fig. 4 ,

 4 the intensities of the two bands E and F seem to evolve in opposite directions. It can be seen from Fig. 5 that while the normalized intensity of band E slightly increases by ~10%, the band F remains practically constant. Taking into account the compositional evolutions of the two bands E and F, we argue that continuous adding of NbO 2.5 results in an increase of the number of Te-O-Nb and/or nearly symmetric Te-O-Te bridges (as in γ-TeO 2 ).

F 1  9  5 

 195 Asymmetric stretching vibrations in nearly symmetric Te-O-Te bridges (as in γ-TeO 2 )[START_REF] Mirgorodsky | Dynamics and structure of TeO 2 polymorphs: model treatment of paratellurite and tellurite; Raman scattering evidence for new γ-and δ-phases[END_REF][START_REF] Champarnaud-Mesjard | Crystal structure, Raman spectrum and lattice dynamics of a new metastable form of tellurium dioxide: γ-TeO 2[END_REF]. Stretching vibrations of highly asymmetric and almost terminalTe-O---Nb linkages[START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF].  Stretching vibrations of Nb-O in Nb-O-Nb bridges (as in H-Nb 2 O 5[START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF]). Asymmetric stretching vibrations in asymmetric Te-O-Te bridges[START_REF] Mirgorodsky | Dynamics and structure of TeO 2 polymorphs: model treatment of paratellurite and tellurite; Raman scattering evidence for new γ-and δ-phases[END_REF][START_REF] Champarnaud-Mesjard | Crystal structure, Raman spectrum and lattice dynamics of a new metastable form of tellurium dioxide: γ-TeO 2[END_REF]. Stretching vibrations of highly asymmetric and almost terminalTe-O---Nb linkages[START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF].  Stretching vibrations of Nb-O in Nb-O-Nb bridges (as in H-Nb 2 O 5[START_REF] Soulis | Structure et propriétés optiques non linéaires des verres à base d'oxyde de tellure : approche cristallochimique et calculs ab-initio[END_REF]). Asymmetric stretching vibrations in asymmetric Te-O-Te bridges[START_REF] Mirgorodsky | Dynamics and structure of TeO 2 polymorphs: model treatment of paratellurite and tellurite; Raman scattering evidence for new γ-and δ-phases[END_REF][START_REF] Champarnaud-Mesjard | Crystal structure, Raman spectrum and lattice dynamics of a new metastable form of tellurium dioxide: γ-TeO 2[END_REF].  Symmetric stretching vibrations in W-O-W bridges (as in -WO 3 )[START_REF] Daniel | Infrared and Raman study of WO 3 tungsten trioxides and WO 3 , xH 2 O tungsten trioxide hydrates[END_REF].J 772 (fixed) Asymmetric stretching of essentially covalent Teeq O bonds[START_REF] Mirgorodsky | Dynamics and structure of TeO 2 polymorphs: model treatment of paratellurite and tellurite; Raman scattering evidence for new γ-and δ-phases[END_REF][START_REF] Champarnaud-Mesjard | Crystal structure, Raman spectrum and lattice dynamics of a new metastable form of tellurium dioxide: γ-TeO 2[END_REF].K 820(fixed)  Asymmetric stretching vibrations in W-O-W bridges (as in -WO 3 ) [62]. L 852.3 -845.Stretching vibrations of W-O bonds in W-O-W bridges. M 920.4 -898.Asymmetric stretching vibrations of W-O bonds [62].  Stretching vibrations of the shortest Nb-O bonds [34]. Table

:Fig. 5 .

 5 Fig. 5. Compositional dependence of the normalized intensities of inserted bands for spectral decomposition of TNxW5 glasses. The areas of bands E, G and H were divided by the sum of TeO 2 and NbO 2.5 contents; those of bands F, I and J by the TeO 2 content.
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 8 evolution of bands G-J probably suggests both a slight structural depolymerization of the Te-O-Te bond network and/or increasing number of Nb-O-Nb and/or Te-O-Nb bridges. It is relevant to assess the evolution of Raman band ratios corresponding to the two ultimate TeO 4 and TeO 3 structural units. In this spirit, Ghribi et al. [64] suggested to gauge the depolymerization extent (ratio of TeO 3 /TeO 4 ) as a function of ZnO content in TeO 2 -TiO 2 -ZnO glasses by calculating the following ratio of normalized intensities: (I H + I I )/(I G + I H + I J )where the numerator holds the sum of intensity relative to bands due to stretching vibrations of Te-O in TeO 3 units, and denominator to those in TeO 4 units. We have calculated this ratio in TNxW5 glasses and the obtained results are illustrated in Fig.6. It is important to stress that the ratio values do not quantitatively reflect the ratio of TeO 3 /TeO 4 but rather a qualitative evolution. This can be explained by the following reasons: (i) the Raman intensity is proportional to both the number of vibrating entities and the extent of the polarizability change; and (ii) it is complicated to sharply distinguish TeO 3 from TeO 3+1 and TeO 4 units as there are no clear-cut boundaries due to a large panel of slightly distinct intermediate units demonstrating broad distributions of Te-O bond lengths.Ghribi et al. 

Fig. 6 .

 6 Fig. 6. Evolution of the ratio of normalized intensities (I H + I I )/(I G + I H + I J ) in TNxW5 glasses. Inset: evolution of the same ratio in (95-y)TeO 2 -5TiO 2 -yZnO glasses as a function of ZnO content as reported by Ghribi et al. [64].

  5 is simultaneously manifested by (i) the weak structural depolymerization of Te-O-Te bond network and (ii) the existence of NbO 2.5 -rich regions upon adding NbO 2.5 through increasing Te-O-Nb and Nb-O-Nb bridges.

WO 3 .Fig. 7 .Fig. 8 .

 378 Fig. 7. Evolution of total-area averaged Raman spectra of TNxWy glasses as a function of WO 3 content. The Raman spectrum of -WO 3 is reproduced from Figure 2 in [62].
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 41 Linear optical properties 3.4.1.1. Refractive index, optical band gap and Urbach energies by UV-Vis-NIR spectroscopy

Fig. 9 .

 9 Fig. 9. UV-Vis-NIR spectra of TNxWy glasses. Insets for TNxW5: (a) Zoom-in plot of the UV absorption edge. (b) Compositional dependence of the refractive index n 1.5 calculated at 1.5 µm.

Fig. 10 .

 10 Fig. 10. UV-Vis-NIR optical transmission spectra of TN5Wy glasses. Insets: (a) Zoom-in plot of the UV absorption edge. (b) Compositional dependence of the refractive index n 1.5 calculated at 1.5 µm.

Fig. 11 .

 11 Fig. 11. (a) Evolution of the approximate absorption coefficient α as a function of the incident wavelength in TNxW5 glasses. (b) Tauc plot for the optical band gap energy E g derived from the absorption coefficient in TNxW5 glasses.

Fig. 12 .

 12 Fig. 12. Wavelength dispersion of the refractive index dispersion for TNxW5 glasses. Each dispersion curve corresponds to the average of three measured curves from different spots on the same glass pellet. Insets: Compositional dependence of the refractive index.

Fig. 13 .

 13 Fig. 13. Example of a measured Z-scan curve from the TN15W20 glass sample.

Fig. 14 .Fig. 15 .

 1415 Fig.[START_REF] Fargin | Optical non-linearity in oxide glasses[END_REF]. Evolution of normalized χ(3) values as a function of (a) NbO 2.5 and (b) WO 3 contents.

  glassy system has been established for the first time. The glass-forming domain, density, thermal, structural and optical (linear and nonlinear) properties of these glasses have been investigated and analyzed as a function of NbO 2.5 and WO 3 contents. The explored glass-forming domain holds seventeen compositions and extends from x = 5 to 25 mol.% in NbO 2.5 and y = 5 to 25 mol.% in WO 3 . The studied TNxWy glasses exhibit moderate thermal stabilities (ΔT (min) = 45 °C and ΔT (max) = 70 °C) and glass transition temperatures that increase with addition of NbO 2.5 and WO 3 (T g(min) = 333 °C and T g(max) = 403 °C). Based on the undertaken structural analysis established from full-scale Raman spectral decomposition, we report the following trends:  The structural effect of incorporating NbO 2.5 is manifested in both (i) a weak structural depolymerization of the Te-O-Te bond network accompanied by an increasing number of Te-O-Nb and/or Nb-O-Nb bridges and (ii) existence of NbO 2.5 -rich regions upon continuous addition of NbO 2.5 until the crystallization of Nb 6 TeO 17 compound which corresponds to a high NbO 2.5 :TeO 2 ratio of 6:1.

  

Table 1 .

 1 Thermal properties, densities, linear and nonlinear optical properties of TNxWy glasses. * Refractive indices obtained at λ= 1.5 µm from transmission spectra. § Refractive indices derived from ellipsometric dispersion curves using Sellmeier's equation.

	esu)

  Symmetric stretching vibrations of Te-O-Nb bridges (as in Nb 2 Te 4 O 13 and Nb 2 Te 3 O 11

	Inserted band	Wavenumber (cm -1 )	Raman band assignments
	A	36.0 -39.8	 The boson peak, ascribed to an excess density of vibrational states [60].
	B	146.9 (fixed)	 Intra-chain vibrations of Te-Te bonds (as in amorphous t-Te) [61].
	C	243.6 (fixed)	 Bending vibrations of WO 6 octahedra (as in -WO 3 ) [62].
	D	351 (fixed)	 Bending vibrations of distorted WO 6 octahedra [62].
	E	425 (fixed)	

 Symmetric stretching vibrations in nearly symmetric Te-O-Te bridges (as in γ-TeO 2 )

[START_REF] Mirgorodsky | Dynamics and structure of TeO 2 polymorphs: model treatment of paratellurite and tellurite; Raman scattering evidence for new γ-and δ-phases[END_REF][START_REF] Champarnaud-Mesjard | Crystal structure, Raman spectrum and lattice dynamics of a new metastable form of tellurium dioxide: γ-TeO 2[END_REF]

. 

  ). Adding NbO 2.5 from 5 to 25 mol.% in TNxW5 glasses results in a steady evolution of E g from 2.92 eV to 2.89 eV. On the other hand, adding WO 3 induces a slight decrease of 5% from TN5W5 (2.92 eV) to TN5W25 (2.78 eV). These evolutions of E g upon adding NbO 2.5 and WO 3 are in agreement with the literature on the TeO 2 -Nb 2 O 5 , TeO 2 -ZrO 2 -WO 3 and TeO 2 -BaO-Nb 2 O 5 systems[START_REF] Berthereau | Nonlinear optical properties of some tellurium (IV) oxide glasses[END_REF][START_REF] Yousef | Optical and acoustic properties of TeO 2 -WO 3 glasses with small amount of additive ZrO 2[END_REF][START_REF] Umair | Effects of increasing tungsten on structural, elastic and optical properties of xWO 3 -(40-x)Ag 2 O-60TeO 2 Glass System[END_REF].
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	TN25Wy (corresponding to the unique TN25W5 sample). A similar steady evolution of the
	refractive index in binary (100-x)TeO 2 -xWO 3 and (100-x)TeO 2 -xNbO 2.5 glasses was reported
	[45] with values in the ranges of 2.21-2.19 and 2.21-2.22 with increasing WO 3 and NbO 2.5
	contents from 10 to 30 mol.%, respectively. With an average of 2.13 for TNxWy glasses, the
	n ∞ value is ~3% lower than those reported for the above binary glasses and that extracted
	from TeO 2 -TiO 2 -WO 3 glasses (n ∞(average) of 2.192) [43]. It is important to stress that the n ∞
	values reported here are higher in comparison to other binary or ternary systems where a more
	consequential structural depolymerization occurs upon modifying the glass network (e.g., less
	than 2.100 in TeO 2 -TiO 2 -ZnO glasses [64]).				

Finally, the steady evolutions of the extracted refractive indices for TNxWy glasses from both optical transmission (n 1.5 ) and ellipsometry (n ∞ ) measurements are in good agreement.
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